
������ Die Forschergruppe um Richard 
Zemann hat dazu 86 Werkzeuge in 124 Ein-
zelversuchen getestet. In jedem Versuch wer-
den zwölf Bearbeitungsoperationen an einer 
von drei definierten Materialproben durch-
geführt. Zur Teilnahme eingeladen waren 
Werkzeughersteller weltweit, 16 davon ha-
ben am Benchmark-Test 2014 teilgenom-
men. 

Die Forschergruppe hat aus je einer Partie 
Kohlenstofffaser-Kunststoff (CFK), Glasfa-
ser-Kunststoff (GFK) und Aramidfaser-
Kunststoff (AFK) Proben in den Abmessun-
gen 100 x 100 x 7 mm gewonnen. Darauf 
wurden mit den jeweils dafür eingereichten 
Werkzeugen die zwölf Bearbeitungsopera-
tionen (vier Bohrungen, sechs Fräsvorgänge 
und zwei Besäumungen) zur Hälfte im Voll- 
und Halbschnitt durchgeführt. Die Versuche 

wurden auf einem CNC-Bearbeitungszen-
trum gefahren. Die notwendigen Bearbei-
tungsparameter mussten von den Werkzeug-
herstellern vorgegeben werden, waren also 
auf das Werkzeug angepasst. 

Nach der Bearbeitung wurde jede Probe 
auf der Vorder- und Rückseite auf Schäden 
(Ausfransung, Delamination und Absplitte-
rung) untersucht. Für diese Untersuchung 
wurde ein optisches Mikroskop und die an 
der TU Wien entwickelte „Eindimensionale 
Maximalwertmethode (1D-MM)“ verwen-
det. Dieses Verfahren lässt auch die Vermes-
sung mittels Messschieber zu, wodurch es 
sehr flexibel und von praktisch jedem Unter-
nehmen anwendbar ist. So konnte man die 
maximalen Schadenslängen fmax (Ausfran-
sung), dmax (Delamination) und smax (Ab-

Benchmark 2014 der TU Wien 

Werkzeuge für Verbund- 
materialien im Test 
Das Institut für Fertigungstechnik und Hochleistungslaser-
technik der Technischen Universität Wien hat im Rahmen 
der Initiative Fibrecut die Ergebnisse des 2. internationalen 
Benchmarks zur Zerspanung von Faser-Kunststoff-Ver-
bundmaterialien vorgestellt. Das Ziel des Tests: Die Evalu-
ierung, welches Werkzeug unabhängig von der Standzeit 
und des Werkzeugverschleißes beim Zerspanen eines vor-
definierten Versuchsobjekts das beste Bearbeitungs-
ergebnis erreicht. 

Auswahl der eingereichten Werkzeuge für den 2. Benchmark der TU Wien 
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splitterung) ermitteln. Je Versuchsplatte 
wurden 54 Schadenswerte aufgenommen 
und in einer Excel-Datei ausgewertet. Das 
Werkzeug oder die Werkzeugpaarung, die 
die geringsten Schäden erzeugte, wurde in 
seiner Werkstoffgruppe der Gesamtsieger. 

Zemann fasst die Ergebnisse zusammen: 
„Im Vergleich zu 2013 stellen wir fest, dass 
es bei der Bearbeitung von CFK und GFK er-
kennbare Fortschritte gab. Hier haben die 
Werkzeughersteller wesentliche Parameter 
optimiert. Bei den AFK-Werkstoffen zeigt 
sich ein geringerer Fortschritt, wobei die 
Spitzengruppe durchaus schon gute Zerspa-
nungsergebnisse bereitstellen kann.“ Die Fir-
ma Hufschmied Zerspanungssysteme – der 
Gesamtsieger aller drei Werkstoffklassen aus 
2013 – überzeugte auch 2014 mit den besten 
Bearbeitungsergebnissen bei den Vollhart-
metallwerkzeugen für CFK und GFK. � 

Institut für Fertigungstechnik und Hoch-
leistungslasertechnik, Technische Univer-
sität Wien 
http://fibrecut.tuwien.ac.at 

Schlechtestes Ergebnis GFK

Bestes Ergebnis GFK 

Bestes Ergebnis CFK 

Schlechtestes Ergebnis CFK 



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (Euroscale Coated v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.3
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed false
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /sRGB
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize false
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage false
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Remove
  /UsePrologue false
  /ColorSettingsFile (None)
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 72
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.00000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 72
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.00000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 600
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 400
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.00000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check true
  /PDFXCompliantPDFOnly true
  /PDFXNoTrimBoxError false
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition (ISO Coated \050Prozess-Standard Offset, gestrichenes Papier, 60 L/cm, ISO 12647-2:2004\051)
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<
    /CHS (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /CHT (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /DAN (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /ESP (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /FRA (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /ITA (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /JPN (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /KOR (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /NLD (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /NOR (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /PTB (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /SUO (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /SVE (OFFSET: Creates PDF for offset printing from Composite-PostScript of layout applications \(XPress, InDesign\) with process and spot colors. Quality: 300/1200 dpi, JPEG Medium. Increase JPEG quality for critical images. Increase resolution for higher screen ruling. Preflight: images below 250/1000 dpi generate a warning; job is cancelled if fonts are missing. Attention: can only be used with Distiller 7.x Professional! \(050418/StJ. Use at your own risk. For more information: www.prepress.ch\))
    /ENU (Einstellungen von Konradin Druck fuer Distiller 7 Professional. PDF ist Acrobat 4.0-kompatibel \(PDF 1.3\), erzeugt kein PDF/X-3. Preflight-Warnungen bei Bildern unter 150 dpi fuer Farb- und Graustufen- und 600 dpi fuer Strichbilder; Abbruch bei fehlenden Schriften.)
    /DEU (KD_Dist7_72dpi)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /NoConversion
      /DestinationProfileName ()
      /DestinationProfileSelector /NA
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /HighResolution
      >>
      /FormElements false
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles true
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /DocumentCMYK
      /PreserveEditing true
      /UntaggedCMYKHandling /UseDocumentProfile
      /UntaggedRGBHandling /UseDocumentProfile
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [14400.000 14400.000]
>> setpagedevice


